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> Video control
An onboard camera enables a remote and real time control of the tape laying operation. A remote operator
is able to view the most critical aspects of the tape laying operation live from a remote computer.

NTPT ATL MAch
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> Drawing and cutting curves
NTPT’s ATL machines are supplied with an integral cutting gantry. Curves can be drawn or cut in the entire
working surface. by the cutting plotting gantry.
INTRODUCTION

NTPT (North Thin Ply Technology) offers a range of Automated Tape Laying
ration of NTPT prepregs into molded parts. This unique technology, offered
to save on both materials and labor costs, whilst retaining full design freedom
composite parts. Offered with full design, kitting, and draping software, NTP
a daily basis. Detailed product information is below:

> Laying down tapes
NTPT ATL lays down prepreg tapes, the fibre areal weight can range from 30gsm to 300gsm.

NTPT THINPREG™ 510-2
AUTOmATION AT AN AffORDAbLe PRICe
DATA SHEET
fUNCTIONALITIes

NTPT estimates that a single ATL can handle the work of eight to ten compo
and no possibility of prepreg backers being left within the laminate.

> Table height
The top of the table is located at 800mm.

High quality, efficient part production, reduced part contamination, and redu
materials to the work force are some of the many advantages NTPT’s ATL e

INTRODUCTION

A new generation of ATL machine, marketed at an ‘everyday’ price is afforda
looking to reduce labor costs, reduce material wastage, and increase part qu

s series: W= <2m x L = 2 to 5m (4 to 10sqm)
m series: W= 3m to 4m x L = 3 to 6m (9 to 24sqm)
L series: W= 4 to 4.5m x L=6 to 14m (24 to 63sqm)
Custom: by arrangement

ThinPreg™ 510-2 is a resin system suitable for the manufacture of unidirectional prepreg material.
DImeNsIONs

> Plotting
ThinPreg™ 510-2 is a versatile system that is used most often with carbon fibre, but
cansurface
also be impregnated

The plotting surface is defined as the area on which tapes

can be laid in510-2
any direction
into a wide range of reinforcing fibres including quartz, glass, aramid fibre etc. ThinPreg™
is and
a cut at any angle. surface

> Plotting surface
The plotting surface is defined as the area on which tapes
can be laid in any direction and cut at any angle. surface
footprints are offered according to the following ranges:

footprints are offered according to the following ranges:

toughened system, and has been designed to be a good all-round product in termss series:
of mechanical
and
W= <2m x L = 2 tostrength
5m (4 to 10sqm)

m series: W= 3m to 4m x L = 3 to 6m (9 to 24sqm)

processability. ThinPreg™ 510-2 is best used with an autoclave molding process, with
aW=
with
a recommended
L series:
4 to 4.5m
x L=6 to 14m (24 to 63sqm)
cure cycle of 120°C/250°F, and between 3 to 7 atmospheres of pressure.

Custom: by arrangement

> Table height
The top of the table is located at 800mm.

DImeNsIONs

ThinPreg™ 510-2 is especially suited to medium fibre arial weight products (FAW), from 75gsm to 300gsm, and
is typically supplied with a resin content ranging from 32 to 42% by weight.

fUNCTIONALITIes

> Laying down tapes
NTPT ATL lays down prepreg tapes, the fibre areal weight can range fro

A new generation of ATL machine, marketed at an ‘everyday’ price is affordable to smaller molding companies
looking to reduce labor costs, reduce material wastage, and increase part quality.

> Drawing and cutting curves
NTPT’s ATL machines are supplied with an integral cutting gantry. Curv
working surface. by the cutting plotting gantry.

FEATURES

BENEFITS

• Wide range of Fiber Areal Weight,
including extremely light tapes

• Almost unlimited possibilities of
composite structure design

• Toughened epoxy resin system

• High mechanical properties

• High prepreg flexibility

• Easy handling and dressing in a mold

• Out life of 60 days at 21 °C

• Possibility of making large and/or complex parts
with long mold dressing time before curing

High quality, efficient part production, reduced part contamination, and reduced exposure of uncured polymeric
materials to the work force are some of the many advantages NTPT’s ATL equipment brings.

> Video control
An onboard camera enables a remote and real time control of the tape
is able to view the most critical aspects of the tape laying operation live

NTPT estimates that a single ATL can handle the work of eight to ten composite laminators, with full traceability,
and no possibility of prepreg backers being left within the laminate.

AUTOmATION AT AN AffORDAbLe PRICe

NTPT (North Thin Ply Technology) offers a range of Automated Tape Laying equipment for the efficient incorporation of NTPT prepregs into molded parts. This unique technology, offered at an economical price, allows users
to save on both materials and labor costs, whilst retaining full design freedom for the manufacture of advanced
composite parts. Offered with full design, kitting, and draping software, NTPT’s ATL solutions are widely used on
a daily basis. Detailed product information is below:

• Medium viscosity system

• Controlled flow

• Medium tack

• Suitable for a wide range of products processes

INTRODUCTION

For light weight prepreg tapes <75gsm, please contact us.

For parts larger than 1m2 (1.2sq yd), North Thin Ply Technology strongly recommends to use a complex made of
ThinPreg™ 510-2 laid down with an Automated Tape Laydown system as shown right.

ProducT iNForMATioN
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This solution minimizes mold dressing time and thus total cycle time, ensures an accurate lay down of every
single piece of tape, in every designed direction and eliminates human errors.
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INSTRUCTIONS FOR USE
> Video control
An onboard camera enables a remote and real time control of the tape laying operation. A remote operator
is able to view the most critical aspects of the tape laying operation live from a remote computer.

Curing cycle

NTPT ATL MAch
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ThinPreg™ 510-2 offers its best performance when molded in an autoclave at 120°C / 250°F with a maximum

> Drawing and cutting curves
NTPT’s ATL machines are supplied with an integral cutting gantry. Curves can be drawn or cut in the entire
working surface. by the cutting plotting gantry.

pressure of 6 bar. ThinPreg™ 510-2 can also be cured out of autoclave, in a vacuum bag.

INTRODUCTION

Recommended curing cycle for a monolithic part (<15mm thick)

NTPT (North Thin Ply Technology) offers a range of Automated Tape Laying
ration of NTPT prepregs into molded parts. This unique technology, offered
to save on both materials and labor costs, whilst retaining full design freedom
composite parts. Offered with full design, kitting, and draping software, NTP
a daily basis. Detailed product information is below:

> Laying down tapes
NTPT ATL lays down prepreg tapes, the fibre areal weight can range from 30gsm to 300gsm.

°C

°F
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NTPT estimates that a single ATL can handle the work of eight to ten compo
and no possibility of prepreg backers being left within the laminate.
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250

> Table height
The top of the table is located at 800mm.

High quality, efficient part production, reduced part contamination, and redu
materials to the work force are some of the many advantages NTPT’s ATL e

A new generation of ATL machine, marketed at an ‘everyday’ price is afforda
looking to reduce labor costs, reduce material wastage, and increase part qu

s series: W= <2m x L = 2 to 5m (4 to 10sqm)
m series: W= 3m to 4m x L = 3 to 6m (9 to 24sqm)
L series: W= 4 to 4.5m x L=6 to 14m (24 to 63sqm)
Custom: by arrangement
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DImeNsIONs

> Plotting surface
The plotting surface is defined as the area on which tapes
can be laid in any direction and cut at any angle. surface
footprints are offered according to the following ranges:
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> Plotting surface
The plotting surface is defined as the area on which tapes
can be laid in any direction and cut at any angle. surface
footprints are offered according to the following ranges:
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s series: W= <2m x L = 2 to 5m (4 to 10sqm)
250
m series: W= 3m to 4m x L = 3 Minutes
to 6m (9 to 24sqm)
L series: W= 4 to 4.5m x L=6 to 14m (24 to 63sqm)
Custom: by arrangement

> Table height
The top of the table is located at 800mm.

DImeNsIONs

Dress ThinPreg™ 510-2 in the mold and cover the laminate with vacuum bag. Apply vacuum and place the

mold and laminate in the autoclave. It may be beneficial for the laminate to remain
under vacuum for several
fUNCTIONALITIes
Laying
down tapesup to 5 to 6 bar
hours before heating and applying the pressure in the autoclave. Then apply >the
pressure

A new generation of ATL machine, marketed at an ‘everyday’ price is affordable to smaller molding companies
looking to reduce labor costs, reduce material wastage, and increase part quality.

NTPT ATL lays down prepreg tapes, the fibre areal weight can range fro

and ramp up the temperature of the autoclave to 80°C/176°F at maximum 2°C/
minute.
> Drawing
and cutting curves

NTPT’s ATL machines are supplied with an integral cutting gantry. Curv
working surface. by the cutting plotting gantry.

High quality, efficient part production, reduced part contamination, and reduced exposure of uncured polymeric
materials to the work force are some of the many advantages NTPT’s ATL equipment brings.

Video control
Stabilize the temperature at 80°C/176°F for approximately 30 min. Ramp up >the
temperature at maximum
An onboard camera enables a remote and real time control of the tape

2°C/min to reach 120°C/250°F

is able to view the most critical aspects of the tape laying operation live

NTPT estimates that a single ATL can handle the work of eight to ten composite laminators, with full traceability,
and no possibility of prepreg backers being left within the laminate.

Stabilize the temperature for 2 hours at 120°C/250°F

AUTOmATION AT AN AffORDAbLe PRICe

Cool down at maximum 2°C/min to reach room temperature. Keep the vacuum during cooling down and
release after complete curing cycle.

NTPT (North Thin Ply Technology) offers a range of Automated Tape Laying equipment for the efficient incorporation of NTPT prepregs into molded parts. This unique technology, offered at an economical price, allows users
to save on both materials and labor costs, whilst retaining full design freedom for the manufacture of advanced
composite parts. Offered with full design, kitting, and draping software, NTPT’s ATL solutions are widely used on
a daily basis. Detailed product information is below:

For cure cycles suitable for thicker monolithic laminates,

INTRODUCTION

please contact North Thin Ply Technology technical staff.

ProducT iNForMATioN
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TYPICAL CHARACTERISTICS

> Video control
An onboard camera enables a remote and real time control of the tape laying operation. A remote operator
is able to view the most critical aspects of the tape laying operation live from a remote computer.

Cured Matrix Properties

ProducT iNForMAT

American
System

Test Method

74.9 INTRODUCTION
lb/ft3

1.20 g/cm3

Light beige

/

NTPT (North Thin Ply Technology) offers a range of Automated Tape Laying
ration of NTPT prepregs into molded /parts. This unique technology, offered
to save on both materials and labor costs, whilst retaining full design freedom
282°F
composite parts. Offered with full design, kitting, and draping software, NTP
a daily basis. Detailed product information is below:

> Laying down tapes
NTPT ATL lays down prepreg tapes, the fibre areal weight can range from 30gsm to 300gsm.

Tg by DSC

139°C

Tg by DMA

136°C

277°F

DMA Onset E’

fUNCTIONALITIes

Color

International
System of Units

> Drawing and cutting curves
NTPT’s ATL machines are supplied with an integral cutting gantry. Curves can be drawn or cut in the entire
working surface. by the cutting plotting gantry.

(after the above mentioned curing cycle has been applied)

Density

NTPT ATL MAch

Tensile modulus

3.9 GPa

0.57AUTOmATION
Msi
527
AT ANISO
AffORDAbLe
PRICe

Tensile strength

71 MPa

can handle
10.3NTPT
Ksi estimates that a single ATL
ISO
527 the work of eight to ten compo

2.8%

2.8%
ISO reduced
527 part contamination, and redu
High quality, efficient part production,

Flexural modulus

2.7 GPa

Flexural strength

129 MPa

and no possibility of prepreg backers being left within the laminate.

> Table height
The top of the table is located at 800mm.

Tensile strain to failure

materials to the work force are some of the many advantages NTPT’s ATL e

0.39AMsi
ISO
178 at an ‘everyday’ price is afforda
new generation of ATL machine,
marketed

looking to reduce labor costs, reduce material wastage, and increase part qu

s series: W= <2m x L = 2 to 5m (4 to 10sqm)
m series: W= 3m to 4m x L = 3 to 6m (9 to 24sqm)
L series: W= 4 to 4.5m x L=6 to 14m (24 to 63sqm)
Custom: by arrangement
18.7 Ksi

ISO 178

DImeNsIONs

Resin viscosity profile:

> Plotting surface
The plotting surface is defined as the area on which tapes
can be laid in any direction and cut at any angle. surface
footprints are offered according to the following ranges:

> Plotting surface
The plotting surface is defined as the area on which tapes
can be laid in any direction and cut at any angle. surface
footprints are offered according to the following ranges:
s series: W= <2m x L = 2 to 5m (4 to 10sqm)
m series: W= 3m to 4m x L = 3 to 6m (9 to 24sqm)
L series: W= 4 to 4.5m x L=6 to 14m (24 to 63sqm)
Custom: by arrangement

> Table height
The top of the table is located at 800mm.

DImeNsIONs

fUNCTIONALITIes

> Laying down tapes
NTPT ATL lays down prepreg tapes, the fibre areal weight can range fro

A new generation of ATL machine, marketed at an ‘everyday’ price is affordable to smaller molding companies
looking to reduce labor costs, reduce material wastage, and increase part quality.

> Drawing and cutting curves
NTPT’s ATL machines are supplied with an integral cutting gantry. Curv
working surface. by the cutting plotting gantry.

High quality, efficient part production, reduced part contamination, and reduced exposure of uncured polymeric
materials to the work force are some of the many advantages NTPT’s ATL equipment brings.

> Video control
An onboard camera enables a remote and real time control of the tape
is able to view the most critical aspects of the tape laying operation live

NTPT estimates that a single ATL can handle the work of eight to ten composite laminators, with full traceability,
and no possibility of prepreg backers being left within the laminate.

AUTOmATION AT AN AffORDAbLe PRICe
NTPT (North Thin Ply Technology) offers a range of Automated Tape Laying equipment for the efficient incorporation of NTPT prepregs into molded parts. This unique technology, offered at an economical price, allows users
to save on both materials and labor costs, whilst retaining full design freedom for the manufacture of advanced
composite parts. Offered with full design, kitting, and draping software, NTPT’s ATL solutions are widely used on
a daily basis. Detailed product information is below:
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TYPICAL CHARACTERISTICS

> Video control
An onboard camera enables a remote and real time control of the tape laying operation. A remote operator
is able to view the most critical aspects of the tape laying operation live from a remote computer.

Composite Laminate Properties

NTPT ATL MAch

International
System of Units

ProducT iNForMAT

American
System

Test Method

> Drawing and cutting curves
NTPT’s ATL machines are supplied with an integral cutting gantry. Curves can be drawn or cut in the entire
working surface. by the cutting plotting gantry.

(after the above mentioned curing cycle has been applied)

INTRODUCTION

UD Laminate : High Strength Fibre 37-800 from Grafil
ILSS

78.9 MPA

NTPT (North Thin Ply Technology) offers a range of Automated Tape Laying
ration of NTPT prepregs into molded parts. This unique technology, offered
11.4toKsi
ASTM 2344
save on both materials and labor costs, whilst retaining full design freedom
composite parts. Offered with full design, kitting, and draping software, NTP
20.4aMsi
ASTM
D3039
daily basis. Detailed product
information
is below:

> Laying down tapes
NTPT ATL lays down prepreg tapes, the fibre areal weight can range from 30gsm to 300gsm.
141.1 GPA

Tensile strength

2442 MPA

354 Ksi

fUNCTIONALITIes

Tensile modulus (corrected to 60% Vol Frac)

ASTM D3039

AUTOmATION AT AN AffORDAbLe PRICe

UD Laminate: Intermediate Modulus Fiber T800 From Toray

NTPT estimates that a single ATL can handle the work of eight to ten compo
and no possibility of prepreg backers being left within the laminate.

ILSS

73.8 MPa

Tensile modulus (corrected to 60% Vol Frac)

157.6 GPa

Tensile strength

2591 MPa

A new generation of ATL machine, marketed at an ‘everyday’ price is afforda
reduce material
wastage, and increase part qu
376looking
Ksi to reduce labor costs,
ASTM
D3039

ILSS

73.2 MPa

Plotting surface
10.6>Ksi

Tensile modulus (corrected to 60% Vol Frac)

239.0 GPa

Tensile strength

2329 MPa

s series: W= <2m x L =ASTM
2 to 5m (4D3039
to 10sqm)
338 Ksi

Compressive strength

1150 MPa

L series: W= 4 to 4.5m xASTM
L=6 to 14m
(24 to 63sqm)
167 Ksi
D5467

ASTM 2344

22.9 Msi

ASTM D3039

> Table height
The top of the table is located at 800mm.

High quality, efficient part production, reduced part contamination, and redu
materials to the work force are some of the many advantages NTPT’s ATL e

s series: W= <2m x L = 2 to 5m (4 to 10sqm)
m series: W= 3m to 4m x L = 3 to 6m (9 to 24sqm)
L series: W= 4 to 4.5m x L=6 to 14m (24 to 63sqm)
Custom: by arrangement
DImeNsIONs

34.7

ASTM 2344

The plotting surface is defined as the area on which tapes
can be laid in any direction
and cutD3039
at any angle. surface
Msi
ASTM
footprints are offered according to the following ranges:

> Plotting surface
The plotting surface is defined as the area on which tapes
can be laid in any direction and cut at any angle. surface
footprints are offered according to the following ranges:

UD Laminate: High Modulus Fiber HR40 from Grafil

10.7 Ksi

m series: W= 3m to 4m x L = 3 to 6m (9 to 24sqm)
Custom: by arrangement

> Table height
The top of the table is located at 800mm.

DImeNsIONs

fUNCTIONALITIes

> Laying down tapes
NTPT ATL lays down prepreg tapes, the fibre areal weight can range fro

A new generation of ATL machine, marketed at an ‘everyday’ price is affordable to smaller molding companies
looking to reduce labor costs, reduce material wastage, and increase part quality.

> Drawing and cutting curves
NTPT’s ATL machines are supplied with an integral cutting gantry. Curv
working surface. by the cutting plotting gantry.

High quality, efficient part production, reduced part contamination, and reduced exposure of uncured polymeric
materials to the work force are some of the many advantages NTPT’s ATL equipment brings.

> Video control
An onboard camera enables a remote and real time control of the tape
is able to view the most critical aspects of the tape laying operation live

NTPT estimates that a single ATL can handle the work of eight to ten composite laminators, with full traceability,
and no possibility of prepreg backers being left within the laminate.

AUTOmATION AT AN AffORDAbLe PRICe
NTPT (North Thin Ply Technology) offers a range of Automated Tape Laying equipment for the efficient incorporation of NTPT prepregs into molded parts. This unique technology, offered at an economical price, allows users
to save on both materials and labor costs, whilst retaining full design freedom for the manufacture of advanced
composite parts. Offered with full design, kitting, and draping software, NTPT’s ATL solutions are widely used on
a daily basis. Detailed product information is below:
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GENERAL INFORMATION
> Video control
An onboard camera enables a remote and real time control of the tape laying operation. A remote operator
is able to view the most critical aspects of the tape laying operation live from a remote computer.

Storage

NTPT ATL MAch

ThinPreg™ 510-2 should be stored at -18°C (0°F) to reach the maximum shelf life of 24 months. At 21°C, the out

ProducT iNForMAT

life is 60 days.

> Drawing and cutting curves
NTPT’s ATL machines are supplied with an integral cutting gantry. Curves can be drawn or cut in the entire
working surface. by the cutting plotting gantry.
INTRODUCTION

Packaging

NTPT (North Thin Ply Technology) offers a range of Automated Tape Laying
ration of NTPT prepregs into molded parts. This unique technology, offered
to save on both materials and labor costs, whilst retaining full design freedom
composite parts. Offered with full design, kitting, and draping software, NTP
a daily basis. Detailed product information is below:

> Laying down tapes
NTPT ATL lays down prepreg tapes, the fibre areal weight can range from 30gsm to 300gsm.

ThinPreg™ 510-2 is wound into 300 mm (11.8 inches) wide rolls on a 76 mm (3 inches), or 150 mm (6 inches)

inner diameter cardboard tube.ThinPreg™ 10-2 is supported on a bottom silicon paper. The standard roll length

fUNCTIONALITIes

is 150 linear meters (164 yards).

AUTOmATION AT AN AffORDAbLe PRICe

NTPT estimates that a single ATL can handle the work of eight to ten compo
and no possibility of prepreg backers being left within the laminate.

Health and safety

> Table height
The top of the table is located at 800mm.

High quality, efficient part production, reduced part contamination, and redu

to the work
force are some of the
many advantages NTPT’s ATL e
ThinPreg™ 510-2 contains epoxy resins, which can cause allergic reaction. Whenmaterials
uncured,
ThinPreg™
510-2

A new generation of ATL machine, marketed at an ‘everyday’ price is afforda

should be handled with appropriate gloves. When cured, a composite laminate made
ofreduce
ThinPreg™
510-2
looking to
labor costs, reduce
materialshould
wastage, and increase part qu
s series: W= <2m x L = 2 to 5m (4 to 10sqm)
m series: W= 3m to 4m x L = 3 to 6m (9 to 24sqm)
L series: W= 4 to 4.5m x L=6 to 14m (24 to 63sqm)
Custom: by arrangement

be cut, drilled or machined in a room equipped with an exhaust ventilation and filtration system, by operators
DImeNsIONs
wearing protective clothing and masks. Refer to Material Safety Data Sheet for further
information.

> Plotting surface
The plotting surface is defined as the area on which tapes
can be laid in any direction and cut at any angle. surface
footprints are offered according to the following ranges:

> Plotting surface
The plotting surface is defined as the area on which tapes
can be laid in any direction and cut at any angle. surface
footprints are offered according to the following ranges:

Notice and disclaimer

s series: W= <2m x L = 2 to 5m (4 to 10sqm)

The Company strongly recommends that Customers make test panels and conductm series:
appropriate
W= 3m to 4mtesting
x L = 3 to 6mof
(9 to 24sqm)

L series: W= 4 to 4.5m x L=6 to 14m (24 to 63sqm)

any goods or materials supplied by the Company to ensure that they are suitable for
thebyCustomer’s
planned
Custom:
arrangement

> Table height
application. Such testing should include testing under conditions as close as possible
to those to which the final
The top of the table is located at 800mm.

DImeNsIONs

component may be subjected. The Company specifically excludes any warranty of fitness for purpose of the
goods other than as set out in writing by the Company.

fUNCTIONALITIes

> Laying down tapes
NTPT ATL lays down prepreg tapes, the fibre areal weight can range fro

A new generation of ATL machine, marketed at an ‘everyday’ price is affordable to smaller molding companies
looking to reduce labor costs, reduce material wastage, and increase part quality.

Drawing
and cuttingthat
curvesadvice in
All advice, instruction or recommendation is given in good faith but the Company>only
warrants

NTPT’s ATL machines are supplied with an integral cutting gantry. Curv

working surface.
the cutting
plotting gantry.
writing is given with reasonable skill and care. No further duty or responsibility is accepted
bybythe
Company.
All

High quality, efficient part production, reduced part contamination, and reduced exposure of uncured polymeric
materials to the work force are some of the many advantages NTPT’s ATL equipment brings.
> Video control

advice is given subject to the Terms and Conditions of sale (the Conditions) which are
available
on request
An onboard
camera enables
a remote andfrom
real time control of the tape

is able to view the most critical aspects of the tape laying operation live

the Company.

NTPT estimates that a single ATL can handle the work of eight to ten composite laminators, with full traceability,
and no possibility of prepreg backers being left within the laminate.

The Company reserves the right to change specifications and prices without notice and Customers should

AUTOmATION AT AN AffORDAbLe PRICe

satisfy themselves that information relied on by the Customer is that which is currently published by the
Company on its website. Any queries may be addressed to the Technical Services Department.

NTPT (North Thin Ply Technology) offers a range of Automated Tape Laying equipment for the efficient incorporation of NTPT prepregs into molded parts. This unique technology, offered at an economical price, allows users
to save on both materials and labor costs, whilst retaining full design freedom for the manufacture of advanced
composite parts. Offered with full design, kitting, and draping software, NTPT’s ATL solutions are widely used on
a daily basis. Detailed product information is below:

NTPT continuously reviews and updates its literature. Please ensure that you have the current version, by
contacting your NTPT sales contact and quoting the revision number.

Contact

INTRODUCTION

North Thin Ply Technology
Chemin du Closel 3

Tel: +41 (0) 21 811 08 88

NTPT ATL MAchiNe

Switzerland
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1020 Renens

sales@thinplytechnology.com / www.thinplytechnology.com
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